
Plant 03-Fort Gordon Plant

Detail Gradation Statistical Summary Report

Target

Product 2A-Fort Gordon Concrete Sand

Sieve/Test Tests Min MaxAverage St Dev PWSSpecificationRange

Specification Fort Gordon Concrete Sand

05/01/2025 - 05/30/2025Period

3/8" (9.5mm) 21 100.0 100.0 0.0100.0 0.00 100.0100-100

#4 (4.75mm) 21 99.1 99.9 0.899.6 0.22 100.095-100

#8 (2.36mm) 21 95.7 97.1 1.496.6 0.32

#16 (1.18mm) 21 77.9 82.9 5.080.5 1.33 100.045-95

#30 (0.6mm) 21 32.8 41.6 8.836.1 2.44

#50 (0.3mm) 21 7.4 13.8 6.49.2 1.33 99.95-30

#100 (0.15mm) 21 0.3 1.1 0.80.6 0.21 100.00-10

Pan 21 0.00 0.00 0.000.00 0.000

FM 21 2.641 2.867 0.2262.775 0.0510

SE 4 85.000 90.000 5.00087.000 2.4495

Wash Loss (#200/75um) 4 0.289 0.413 0.1240.367 0.0553

Comments

Query Query Selections
Date Created  05/30/2025
Date Range  05/01/2025 - 05/30/2025
Plant  Fort Gordon Plant
Sample Type  Shipping
Sample Method  Load-Out Face
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